
CHAP. 2  Kris.notebook

1

January 03, 2015

ChainGrowth polymers (addition)  formed from unsaturated monomers:

Homopolymers:

1) ethylene

2) vinyl chloride

3) styrene

4) tetrafluorethylene

5) isoprene

6) butadiene
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Acrylic acid

7) acrylonitrile

8) Acryamide

9) methyl acrylate

10) methyl methacrylate

acetic acid:

11) vinyl acetate
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